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Report of Analysis 

 
 
Date of Sample(s) Received : 16.09.2020 Report No : MUM/001806B/2020 
Date of Job Started : 16.09.2020 Date of Job Completed : 30.09.2020 
Sample Number(s) : 13362303 Report Date : 30.09.2020 
 
 
Jani Sales Pvt. Ltd.,  
C-57/58, Raj Industrial Estate,  
Off Marol Maroshi Road,  
Military Road, Andheri € 
Mumbai 400059 
 
 
For the Attention of    : Prabhat Kumar Chauhan   
 
 
Sample(s) received from   : Jani Sales Pvt. Ltd 
 
 
 
Sample(s) submitted as   :           Sample X 1 
.  

                                                
 
 
Description(s) on Label(s)   : As Attached 
 
 
 
 
Seals on Sample(s)    : - 
 
 

The above sample(s) was/were examined as detailed below and the following results obtained: 
 
 

Please refer attached sheet for analytical results.                                      
 

 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

mailto:Operation.mumbai@intertek.com


Note :     The results reported relate to the sample tested only. The Test Certificate shall not be reproduced in full or part without the written 
permission of INTERTEK. The sample(s) has been not drawn/sampled by INTERTEK LAB. The reported result(s) provide no warranty 
or verification on the sample(s) representing any specific goods and / or shipment and only relate to the sample(s) as received and 
tested. This report was prepared solely for the use of the client named in this report. Intertek disclaims any and all liability for damage 
or injury which results in the use of the information contained herein and accepts no responsibility for any loss, damage or liability 
suffered by a third party as a result of any reliance upon or use of this report. All jobs are performed as per Intertek terms & Conditions 
available at htpp://www.intertek.com/terms/or can be made available on request 
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Report of Analysis 
Date of Sample(s) Received : 16.09.2020 Report No : MUM/001806B/2020 
Date of Job Started : 16.09.2020 Date of Job Completed : 30.09.2020 
Sample Number(s) : 13362303 Report Date : 30.09.2020 
 
Sample Label: MG KRAFT PAPER GSM 60 BF 25 
 

1. PENTACHLOROPHENOL (PCP) 
             Method: IS 6615                                                                                               

 
 

2. POLYCHLORINATED BIPHENYLS (PCBs) 
Method: IS 6615 

 
3. EXTRACTABLE HEAVY METALS 

Method: IS 6615 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

ELEMENT  RESULT MAX. PERMISSIBLE LIMT 

Pentachlorophenol (PCP) 
1 

0.05 mg/kg 
ND 

ELEMENT  RESULT MAX. PERMISSIBLE LIMT 

PCB 
1 

2.0 mg/kg 
ND 

ELEMENT  RESULT (mg/kg) 
MAX. PERMISSIBLE LIMT 

(mg/kg) 

Lead (Pb) <3 3 

Cadmium (cd) <0.3 0.3 

Mercury (Hg) <0.3 0.3 

Chromium VI (Cr VI) <0.1 0.1 
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Date of Sample(s) Received : 16.09.2020 Report No : MUM/001806B/2020 
Date of Job Started : 16.09.2020 Date of Job Completed : 30.09.2020 
Sample Number(s) : 13362303 Report Date : 30.09.2020 
 
Sample Label: MG KRAFT PAPER GSM 60 BF 25 

 
 
 
 
 
 
 

                       
 
Note: Analysis is carried out at Intertek Gurgaon Laboratory 
 
 
 
 
Authorized Signatory 
 
 
 
 
Pravin Poojary  
Sr.Manager BD   
 


